— L nvironmental Solutions =————

Assessment - Engineering - Management

November 20, 2000
Project No. ES00-005

Mr. Johnny Marasco
Construction Administrator
Boeing Realty Corporation
4060 Lakewood Blvd. 6th Floor
Long Beach, CA 90808-1700

Re:  Asbestos Bulk Sample Analyses
The Pit

Dear Johnny:

Pursuant to your request for our asbestos consulting services and in accordance with our field
observations at the site in the area of Building 2, we collected a bulk samples of friable materials
suspected of containing asbestos. The materials appear to have been left in the pit located at the
19901 Normandie Avenue Boeing facility.

The sample was placed in a sealed plastic bag and transported to EMS Laboratories, Inc, in Pasadena,
California for PLM analyses. The sample was immediately analyzed by EPA 600/R-93/116 for
determination of asbestos fibers. The results indicate Chrysotile asbestos fibers @ 10% in the bulk
sample (the laboratory’s preliminary copy is enclosed).

This material is classified as "friable" and its removal must be performed in accordance with OSHA
and EPA regulations for abatement and disposal of such materials

Should you have any questions, please contact me.

Environmental Solutions

Q>
Michael Rezvani, REA, CAC
Principal Consultant
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REFORT NO: G3BNE TLIERT ENVIRONMENTAL SOLUTIONS
503 E. CHEVY CHASE Do,

DATE. Nov 20, 2000 GLENDALE, €& 91208

JATE [ECEIVED: Moy 230, 2000 12;40 FPM ATTENTION: MIKE REZVAN,

DATE ANALYZED Nov 20, 2000 RAEFERTHCE ES  £0-008

BAOEING/UNDER GROUND/ABATE
DATE / TWME COLLECTER: Nov 20, 2000 AT 12:00 PM, BY MIKE REZVAN)

SUBJECT: Polarized Ligh' Microscopy Ansiysis 7ar Aabestos; 1 Sample(s)
METHODOLOGY: “Method tor Cetearmingtion of Asbastos in Bulk Buillding Materals.’
EPA BOO/R-$'1/118
ACCREQMTED: National Institate of Siandards and VYechnology (NVLAr, #10i216
CERTIFIED: Caltornia Dspartment of Health Services Environmantst Teeting Laboratory ELAP 1119,

County Sanitation Districts of Loa fLagelds County, Laborstory ldentification Neo. 14120

QUALITY CONTROL BAMPLE (SRM 1866 GLASS FIBERE AS THE BLANK). NONE DRETECTED

SAMPLE 1D SAMPLE LOCATION & VISUAL ASBESTIFORM GTHER FIBROUS NON-FIBROUS
NUMBER DESCRIPTION BESCRIPTION MINERALS . MATERIALS ' MATERIALS
couAgLE “TAN GRANULAR CHRYSONLE 10% CELLULOBE GRANULAR MINERALS

i LESS THAN 1%, VERMILTE

T Trace V% = gragler tan 17 <% = lsss than 1%

i LY k. T
Cptical Migroscopist ) _ A A'_(ﬁ k1 Lnbg ‘;'»
Tre EPA methes is @ sami quantitative procedure. The detaction limit s petweer. 110G f¢ © parcent Ly sraa anyd is depapdact
upon the size of the asbestos hlers, tha means of sampling and the mealric of the sampled matgrial, A -
The test resunts 1eported ate for the aample or samples deliverad to ué and may not regresent tha ontire matarial rom which

The ETA recommands thres samples or more be tuken of & "hormogensous sampiing area” before Iriable

this 233Mpie WAt tRLnn

matena! ‘s considared ran-8zbasica-CoONtAIMNG. , ! , L _—
Thiz raport, from a N!'ST  accaditad lRboratory through NVLA®, must not be used by the client to claim product

ancaresmant by NV_AF = any agenay of the LS. Government,

Nete Thee rance shali oot be reproduced, exeept in tull vithout te written approval of Edd ceboratorias. Ing

5/005 EMS LABORATORIES 117 West Bellevue Drive / Pasadena CA 91105-2503 /626-568-4065

Z0 3w W2

BOE-C6-0090355



